


Key Casting

Have vou ever wondered how the CIA
agent gets behind locked doors when he is
in the field, far from the locksmith shop?
This manual, a revised reprint of the classic
CIA Key Casting Instruction Manual, wilt
teach you how to-make a duphﬁate kevy when
you can keep the original only a very short
time. This step-by-step, s¢lf-.checking manual
guides you through the process of preparing
the casting mold, making an accurate kev
impression, and casting the key model, using
a standard issue or improvised casting mold
andl other readily available materials, The
finished key can then be duplicated out of
brass or steel an a regular key machine.

The straightforward text-and clear illustra-
tions of this updated manual give you the
tools vou need to credte aceurate duplicate
kevs to gain access to off-limits areas without
special eqmpment‘
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HOW TO USE THE KEY CASTING KIT

This manual is a reprint of the CIA Key {Casting
Instruction Manual. The text is straightforward, and the
instructions are self-testing and step-hy-step, New iliys-
trations and a few items of explanation have been
added to clarify the process of using the kit.

The casting medium recommended is Cerrosafe,
which is used as a chamber casting mediurn and is
available from distributors of firearms supplies such as
Brownells, Inc, 1t shrinks about one percent after cool-
ing so that it will siip frem the chamber of a rifle, and
makes an excellent cast. The slicer used here is a com-
mon cheese sticer, which can be found at any house-
wares store. The candles are common party or camping
candles. A thimble with a twisted wire handle can be
usexi as a casting cup. The rest of the items are standard
stock items.

The meld illustrated here is issued in aluminum, but
it can be handmade from hardwood or plastic or built
in layers of aluminum sheet metal and pinned to final
size. The mold illustrated measures 4" x 2 1/2" x 1" the
cavity for the clay is 3" x 1 1/4" x 1/4" The mold will
cast all keys, including the modem Medeco and high-
security type. The finished key can then be duplicated
on a regular machine or hand filed. The cast key may
be used in a lack if it is assisted with a tuming wrench
lock-picking tool. Flash or metal coze must be scraped
or tiled away la the correct tolerance and key dimen-
sions. The kit will cast anything it can physically hold
and, as an adjunct, is useful in making impressions of
high-tech components, script, bultets, and the like.
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THE KEY CASTING KIT

The KEY CASTIMG KIT will enable you to make a
duplicate key when you can keep the original key only
a very short time,

In using the kit, you: first make an impression of the
key by pressing it in a mold between twa layers of clay.
Then you make a casting of the key by pouring low-
melting-point metal info the impression. The low-meli-
ing-point metal, when coocled, is guite soft, so that
ordinarily you have to make a hard metal {brass or
steel] key from the casting before attempting to open a
lock. "

This book is carefully designed to teach you how to
cast a key. It takes you, step-hy-step, through the pro-
cess of (1) preparing the mold for the key impression;
{2} impressing the key on the clay of the mold; and (3}
casting a modei af the key in soft metal. The kit will not
enable you to make a brass {or steel) key; that must be
done with cther equipment,




If your maold is not PREPARING THE MOLD
filled with clay {as in

A}, and you wish to What you need:

learn how to prepare
the mold, turn to the
next page,

If your mold is pre-
pared for use (as in
Bl, and you wish to
learn how to make
a key impression,
tum te page 11.

If you have a key
impression (as in C},
and you wish o
learn how to cast the
key, turn to page 21.

[Yo you have all of these? Then turn the page,
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What you do:

Cut the clay In half lengthwise.

Warm ane of the clay halves
in your hands.

Place the warmed clay in the
mold-half with pins.

Press down with vour thumbs,

Work the clay into all parts of
the mald-half,

Avoid overlapping segments of clay,

DO press down DONT overlap
segments of clay

The purpese in avoiding overlap is to avoid farming
cracks in the clay. The clay should be crack-free, so it
will not flake or chunk apart,

If you do overlap segments of clay, just keep pressing
down with your thumbs and the crack you made will
eventually blend away,

When ready, turn page,

Your mold-half should ook like this:

Clay protrudes above mold.

Next, take the slicer and
stice off the excess clay
(top surface only).

Slicing around the pin is a problem. Be careful not o
gouge aut clay below the level of the mold-half face.

When you have sliced off the excess clay fram the top
surface of the mold-half, turn the page,



Your mold-half should now lank like this:

clay protruding
beyond mold

Next, scrape several times with the scraper, to remove
excess clay,

Keep scraper vertical

Move foward rounded end.

Now fill, slice, and scrape the other half of the mold.
Then, turn the page,

NGTE: If the scraped surface fiakes off, develops holes,
or otherwise is not perfectly smooth, you should rot
add lumps of clay directly to the surface itself, If you
do, you will have to work hard with yvour thumbs to
avoid future flaking. instead, add a fump to the open
end of the mold, By working this in, you will raise the
general level of the clay surface and can quickly scrape
again.

Your mold-halves should look like these:

Blow off any excess.

The dusting will prevent the clay W

from sticking when the mold is
pressed topether.

When you have finished dusting both meld-halves, tum
the page.



Have you dusted both halves?

MAKING THE KEY IMPRESSION
MNext, put the mold together.

What vou need:

Caution: Be sure no traces
of clay are on the metal
surfaces of the mold that
wiil be touching each
other when the mold is

put together, Otherwise the
mold will nat close tightly.

Slice off the excess ¢lay.

masking tape

Dusting with taic isnt
necessary this tims.

You have now finished preparing the mold far the key
impressien. The next step is making the key impression,

bow :
key

Now, turn the page.
Do you have all of these? Then turn the page.
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What you do:

Press the key lightly ento
the clay {just enough to
keep the key from sliding
off),

Allow about half of
the bow to rest on
the clay.

NOTE: If you are casting a lever-lock key, it may be tao
long Tor you to put half of the bow in the mald. In this
case, cast what vou can.

The purpose of putting just half of the bow of the key
on the hali-mold surface is to allow enough of the key
to extend beyond the meld so that there will be some-
thing to hold on to when it comes time to lift the key
from the half-mold. Why not leave the whole bow out-
stfe? Because the more of the key you cast, the more
intormation about the key you will be recording in the
casting, and the easier the key will be 1o duplicate.

12

Your mold-half and key should look like this:

Now place the other
half of the mald down
over the guide pins. .,

CAUTION;
i

—— right
=

—.

[ WHang

. and press the two halves firmly together. Press
tightly for several secands, so the clay will be less likely
to spring back toward the center of the mold,

Standing on the
mold works nicely.
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Place the mold upright on a table, and carefully pull
the halves apart.

NOTE: if the mold does not come apart easily, loosen

the halves by gently working your thumbs and fingers
alternately in the grooves between the mold halves,

Then put the halves down, clay side up.

The purpose in being so careful is to avoid darmaging
the impression.

P4

The next step is to lift the key from the mold.

What you do:

Cently loosen the key by slightly twisting it.

Then [ift it straight up.

The purpose in twisting the key only slightly and then
lifting the key straight up is to avoid damaging the im-
CEession.

Practice will help.

15



Examine both halves of the key impression. Among the causes of a raised edge are:

1] Twisting the key too much while loosening it;
2) Pushing or pulling the key while loosening it;

3} Not lifting straight up.

Perhaps yours, hawever, was caused in same other
way.

Can you find raised edges in either half of the If you could find no raised edge, you are doing well,
impression?

raised edges Why is it important to avold causing raised edges?

After yous have decided on your answer, turn the page.

If s0, what probably caused them?

After you have decided on your answer, tum the page.
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Why avoid raised edges! Because a raised edge means
that the duplicate key may not be exactly like the
original key.

if a duplicate key is off by enly the thickness of this
piece of paper, it may not cpen the lock,

After lifting the key from the mold, the next step is to
make a funnel in the clay through which the melten
metal can flow.

Using the slicer,
cuUt away a bit of
clay fram each
half of the meid.
When put together,
the two pieces
should make a
funnel, shaped

like a cone.

7] cutting from
one mold-half

/b

¢,
cutting from
other mold-half

NOTE: The cuttings should be at least as large as
shown abave {1/4" in diameter).

The pumpase of the funnel is to allow the metal ta flow
quickly into the mold.

You may prefer using a penknife or ather implement,
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Did you cut avay clay fram both halves of the mold?

The last step in making a key impression is to dust the
impression and put the mold tagether.

Brush talc over
both halves of
impression and
funnel.

Blow off any
excess talc.

Then put the mold
carefully together.

funnel

CAUTHON:
Match lunrel enrds!

Mow bind the halves
together with masking

tape {or strong rubber
bands).

masking fape

You have prepared the mold; you have made a key

impression. The next step is o cast a soft-matal mode!
of the key.
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CASTING THE KEY

What vou need:

matches

,—%ﬂw M candle

MNOTE: A stove, hot plate, torch, or other such heat-

generating itern, may be used in place of the candle
and matches,
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Do yau have all five items? Then you are ready to . . .

Prepare the candle.

l
Allow a drap of hot wax to drip onto S
the spot where you wish to mount the
candle.

Then immediately place the candle
on the drop of wax and hold it there
firmly for three or four seconds Lo
atlow the melied wax to harden.

:

"

5

$
kb
A candlestick would, of course, hold the candle in

place equally weli,

When your candie is firmly mounted, turn the page.
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Now get set to time the heating of the metal.

If you have a watch, put it where you can see the small
seconds dial.

If vou do not have a watch, you can count the secands
aloud, speaking at a maderately fast pace {“One
thousand and one, ane thousand and two,"” etc.)

The purpose of timing the heating of the metal is to
avold 1) having the metal insufficiently hot so that it
coals too rapidly in the meld {and so feaves unfiiled
partions) and 2] having the metal so hot that it softens
the clay and blurs the impression. You can make mis-
takes either by underheating or everheating the metal.

i vou are ready to time the heating of the metal, twm
the pape.
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MNow you are about to melt the alloy slug and pour a
casting—the payoff for al} your careful preparation.

But before you actually do it, let's go over the steps

involved because, once you've started, one step follows
another in guick sequence.

What you are to do (but not yet}:

Melt the metal in the ladle
over the candle flame.

Heat it far about 30
seconds after it is melted.

Duiing the last 5-10
seconds of the heating,
hold the mold upside
down aver the ladle.
(This warms the insicle
of the mold enough to
delay solidification until
the metal can flow into
the tiniest crevices,)

And, finally, pour the
casting. NOTE: Keep
your fingers away from
spilting metai!

Now, turn the page.
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Begin by heating the
alloy siug,
Light the candle.

Check to see that the
tlame is steady (if not,
stand zn open book

Y near o prevent drafts),

Hold the tadle about
1/4" abave the tip of the
Hame,

/
i)

NOTE: A common mistake is to hold the ladle in the
flame rather than abowve it If you hold it in the flame,
not anly will the heating take longer (it is cooler in the
flame than above i), but you will get soot on the ladle
—and probably on vour clothes, hands, etc., as well.

As soon as you have begun to heat the metal, think

through your answer to this question:

What am | to begin to do as soon as all of the metal is
melted?

After you have your answer, turp the page.
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A good answer: After the metal is all melted, {’ll begin
coLnting seconds.

OK. Wait till the metat is a/l melted, then watch vour
time,

_“‘F_ 4
” CAUTION: Are you
halding the ladle above

the tip of the flame?
Check by looking from
the side, not simply
down,

What are vou going to do after about 20-25 seconds?

After you have thought through your answer, turn the
page.
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A good answer: After 20-25 seconds, 1'm going to hold

the mold upside down over the ladle to warm it up for
casting,

OK. When your 20-25
seconds are up, hold
the mald as shown.

Hold for another
5-10 serands. é

Then, pour the metal into the mold and fap the mold
an the table several times.

The purpose of tapping the mold on the table is 1o

refease any air bubbles and to help the metal flow into
small crevices.

NOTE: Don®t be surprised if not much metal seems to
go into the mold. You may have a small key.
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Caongratulations! You have now cast the key.
If you poured hot metal on your fingers, you probably
discovered that you were more startied than hurt. The
metal cools so fast that it is very unlikely to burn.
Now atl that remains is:

1. Waiting for the cast to solidify;

2. Removing the cast from the mold; and
3. Inspecting the cast for defects.

Mow tumn to the next page.
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Usually the cast can be expected to solidify within a
minute of pouring, but it is good to walt about two
minutes before opening the mold,

Imagine you have just cast a rather large key. How long
would it be safe to wait before separating the mold-
halves?

A. One minute
B. Two minutes

After you have decided on your answer, turn the page.
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"B is correct. It would be unsafe to separate the mald

A good answer: The farge key, having more hot metal,
after only one minute when casting a large or thick key. B BE %%¥s 5

would take longer to cool and therefore longer to
solidify,

Why Once again, Iwo minutes is a reasonably safe time to
wait before opening the mold.

When you have your answer, turn the page.
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The next step is to remove the cast from the mold.

What you do:

With the mold held verticaily, pull the halves apatt
carefulfy.

You should then put the mold-halves on the takle, clay-
side up.

Why be careful with the mold after the cast has solid-
tied?

When you have your answer, turn the page.
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The “right’* answer: If you are careful with the moid,

then you can use it again to make another good
casting.

why does removing the casting pose more of a prob-
ler than removing the key itselif

After vou have your answer in mind, turn the page.
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A good answer: Removing the casting from the mold
poses more of a problem than removing the key itself

because the casting, unlike the key, offers nothing to
held on to, nothing to lift with,

To remove Lhe casting:

Insert a corner of the scraper under the casting,
Loosen gently.
Remaove carefully,

NOTE: i you are careftr! in removing the key casting,
you will be able to use the same impression again,

Casting remowved? Turn to the next page.,
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The [ast step is to inspect the casting for defects.
Defects can be divided into two sorts:

1. Absence of bitting;
2. Blurring of bitting,

Which drawing shows “bitting'’?

= — -'_r'_,il_?i:
NAB N
A

When vou have chosen “A" or “B,”" turn the page.

NCTE: Frequenthy, the bitting is webbed with thin
sheets of metal. These sheets result when the clay of the
two mold-halves does not close tightly about the key
while it is being impressed in the mold. Slight air
spaces rernain, into which the metal runs during cast-
ing. These presence of these thin sheets is not a defect,
because they can be rernoved by filing,

thin sheets
of metal

CAUTIOM: Leave the filing to a praperly trained tech-
mician.
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The bitting is shown in drawing A. “A’™ 15 correct. The defect shown is due to ahsence of

hitting.
Defects can be classified into those invelving:
Blurring has to do with sfight inaccuracies in the bitting

1. Absence of bitting; or due to air bubbles or damage ta the impression.

2. Blurring of bitting.

Which do these drawings illustrate, defects due to ab-

sence of biting, or defects due to blurring of bitting?
Both illustrate the same defect.

Does this drawing illustrate a defect in casting due to

A. Absence of bitting, or
B. Blurring of bitting?

Choose A or B.

Datted line shows
outline of original key.

Got yaur answer? Turn the page.

A. Absence of bitting B. Biurring of bitting

When yvou've chosen A or B, turn the page,
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"8 for blurring of bitting fs correct. The two drawings
illustrate small defects of the bitting due to tiny air bub-
bles and carelessness in removing the key after making
the impression,

You may remember that such carelessness may be the
restt of:

1. Twisting the key too much while loosening it;
2. Pushing or pulling the key while loosening it; ar
3. Not lifting straight up.

Inspect your own casting by comparing it with the
original.

Can you find any defects?

If so, what kind are they{
If s0, can you explain them?

Take your time. When vou've done a careful inspec-
tion, turn the page.

38

If you could find no defects, you are deing unusually
well. it is the rare person whose first casting has neo
noticeable imperfection.

Let's pretend that your casting had a defect due to
absence of bitting.

What shouid you dof?

When ready with your answer, turn the page.
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if your defect is due to absence of bitting, chances are
that your mold is OK, and you only need 1o recast the

key, using the same mold, Ahsence of bitting usually
resulls from a bubble of entrapped air or too rapid cool-

ing of the metal, rather than from damage to the me!d
itself.

NOTE: If you suspect that the defect is due to en-
trapped air, you may draw a fine line in the clay with
the scraper, perhaps 1/2" or more long, leading away
from the point in the mold where the defect occurred.
This will aliow the air to escape and metal to flow Into
that part of the moid.

NOTE: IT you suspect that the defect is due to too rapid
cooling of the metal, maybe you're counting seconds
too fast and nat heating the metal encugh. Or maybe
you're not holding the ladle the proper distance above
the tip of the candle flame. The flame is much hotter at
its tip than in the middle.

Let's pretend this time that your casting had a defect
due to Hurring of bitting, In comparing the casting with
the original key, you notice some slight irrepularities
due, you believe, from darmage to the impressian while
you were removing the key.

What should you da in this case?

When ready with your answer, turn the page.
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i a defect is due to damage to the impression, you
should start ali over again —-preparing the mold, taking
ancther impression, and recasting.

NCGTE: To reprepare the mold, you may either rework
the clay already in the mald, or you may remove the
old clay and start over with fresh clay.

If you rewark the old clay, you should add to it the clay
you scraped off and keep pressing down with your
thumbs until the two chunks are smoothly blended.

If you remove the old clay, you will find the scraper

convenient for getting the clay out of the mold-halves.

You: needn’t bother to remove alfl traces of the old clay
hefore adding the new,

Now that you have cast a key, you are all set to open
the lock with what you have produced so lovingly.

Right?

When ready, turn the page.
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Answer: Mol You are not in a good position yet to open Good answers:
the lockl
The metal is too soft,

There's no bow with which to hold and tum the key.

Why not?

Ready with your answer? Then turn the page. What must be done before you have a true “duplicate

kE}'rh'g

Thought out your answer? Then turn the page.
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Answet: Beiore you have a true “duplicate key,” you
must make one of regular key metal {commonly brass),

Usually this s done on a standard key duplicating
machine.

Congratulationsi

You now should be able to use the Key Casting Kit with
at least a beginner's skill.

Practice will make you more nearly perfect.

Cinod iuck te youl
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